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Spectrally-selective solar absorbers are widely used in solar hot water and concentrating solar power
(CSP) systems. However, their performance at high temperatures (4450 1C) is still not satisfactory due
to high infrared (IR) emittance and lack of long-term thermal stability. Here, we explore yttria-stabilized
zirconia (YSZ) cermet-based spectrally-selective surfaces for high-temperature solar absorber
applications. The developed multilayer selective surface comprises two sunlight-absorbing W–Ni–YSZ
cermet layers with different W–Ni volume fractions inside the YSZ matrix, two anti-reflection coatings
(ARCs), and one tungsten IR reflection layer for reduced IR emittance and improved thermal stability,
deposited on a polished stainless steel (SS) substrate. The fabricated solar absorbers are tested for their
long-term thermal stability at 600 1C. We find a distinct change in the surface morphology of the solar
absorbers when oxygen is highly deficient in the YSZ-ARC layers. The oxygen deficiency can be
effectively overcome through increasing the oxygen partial pressure during sputtering, which leads to a
stable solar absorber with a solar absorptance of B0.91 and a total hemispherical emittance of B0.13 at
500 1C. Those values are obtained at the actual operating temperature using an absolute and direct
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method that measures the total hemispherical emittance with high accuracy. In contrast, most reports
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techniques that have been shown to significantly underestimate the total hemispherical emittance. This

on solar absorber development in the literature to date use only near room-temperature spectroscopy
makes our experimentally demonstrated total hemispherical emittance value the lowest ever reported
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for a high-temperature stable solar absorber with solar absorptance above 0.9.

Broader context
Solar thermal technologies such as solar hot water and concentrating solar power will be a significant part of a sustainable energy solution. To most eﬃciently
convert the sunlight into a terrestrial heat source, spectrally-selective solar absorbers with high solar absorptance and low infrared emittance are needed. Due
to the elevated temperatures of solar absorbers during operation not only their photo-thermal performance but also their thermal stability is of great
importance for large scale deployment. We report a novel spectrally-selective solar absorber based on a tungsten and nickel filled yttria-stabilized zirconia (YSZ)
cermet and explore the eﬀect of oxygen deficiency in YSZ on thermal stability. The optimized solar absorber with minimized oxygen deficiency in the YSZ antireflection coating demonstrates a promising thermal stability up to 600 1C, a temperature-independent solar absorptance of B0.91 and a total hemispherical
emittance of B0.13 directly measured at 500 1C. The here reported total hemispherical emittance is the lowest and most realistic experimentally demonstrated
emittance for a spectrally-selective absorber.
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The sunlight striking the earth is the most abundant renewable
energy resource which makes solar thermal technologies one of
the promising pathways to meet the rising energy demand
while reducing the environmental impact of fossil fuels. Solar
thermal technologies convert solar radiation into heat which
can be used for domestic hot water systems and industrial
processes, or for electricity generation via steam turbines1 and
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direct energy conversion technologies such as thermoelectric
generators (STEGs)2 and thermophotovoltaics (STPVs).3,4 In
these approaches, instead of using a near blackbody solar
receiver, the incorporation of spectrally-selective solar absorbers
can enhance the photo-thermal conversion eﬃciency due to their
reduced infrared (IR) emittance paired with high solar absorptance.
However, not only the enhanced photo-thermal performance but
also the thermal stability at operational temperature is a crucial
attribute for high-temperature applications of spectrally-selective
solar absorbers.5 The development of thermally stable hightemperature spectrally-selective solar absorbers which can provide
a working fluid at temperatures of 600 1C and above enables a
significant increase in the heat engine’s conversion eﬃciency of
solar power plants and the integration of solar and natural-gas
power plants.6
Thus far, a variety of spectrally-selective surfaces have been
investigated as mid- and high-temperature solar absorbers such
as surfaces based on semiconductor materials with intrinsic
spectral selectivity due to a suitable band gap energy from 0.5 to
1.26 eV and multilayer cermet structures comprising a ceramic
host with metal filler particles.7–16 Even though the solar
receiver efficiency is only a weak function on the IR emittance
at very high optical concentrations,17 achieving high solar flux
densities typically requires complicated and expensive optics.
Consequently, minimizing the IR emittance can be advantageous
especially at moderate and low solar flux densities. A solar
absorber based on Si0.8Ge0.2, for example, with a band gap of
B1.04 eV demonstrated a solar absorptance of B0.90–0.95 while
maintaining a relatively low IR emittance of less than 0.3 near the
peak of blackbody radiation at 500 1C.10 Cermet-based solar
absorbers have demonstrated high solar absorptance, low IR
emittance, and promising thermal stability.5,18 Commercialized
cermet solar absorbers based on W–Al2O3, Mo–SiO2, and Mo–
Al2O3 have been proven to be stable up to 500 1C. Novel Mo–
Si3N4 based spectrally selective coatings showed a low total
directional emittance of 0.109 at 600 1C which was estimated
from a single-angle bidirectional reflectance spectrum measured at
room temperature. However, the surfaces showed unsatisfactory
thermal stability with a significant increase in emittance to 0.154
(600 1C) after surface annealing at 600 1C in vacuum.11 In addition,
using the single-angle bidirectional reflectance spectrum obtained
at room temperature can considerably underestimate the emittance of a spectrally-selective surface at elevated temperatures
compared to its true total hemispherical emittance.19 Al2O3based cermet solar absorbers with Pt as the light absorbing
metal filler were suggested to have better thermal stability due
to the super antioxidation property of the noble metal.14,20
However, the use of a noble metal like Pt as filler particles for
the cermet layer is rather expensive. In our previous work we
reported a W–Ni–Al2O3 cermet based spectrally-selective solar
absorber with a solar absorptance of B0.9 on a stainless steel
substrate with a tungsten IR reflector layer for a reduced total
hemispherical IR emittance of 0.15 at 500 1C that also acts as
an elemental diffusion barrier with promising thermal stability
at 600 1C in vacuum.8 A potential challenge for large-scale
production of Al2O3-based cermet solar absorbers, however, is
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the slow deposition rate of Al2O3 due to relatively high surface
binding energy of alumina molecules. In comparison, yttriastabilized zirconia (YSZ) has a higher deposition rate and has
attracted considerable attention for use in solid oxide fuel cells as
high-temperature corrosion-resistive coatings, thermal barriers,
and optical coatings due to the extraordinary thermal and chemical
stability, high refractive index, as well as the transparency in the
wavelength range from near IR (NIR) to ultraviolet (UV).21–24
In this paper, we explore YSZ as the ceramic host material
for a spectrally-selective solar absorber based on a double cermet
layer with W and Ni filler metals. We investigate the developed solar
absorber in terms of its bidirectional spectral reflectance near room
temperature and the directly measured solar absorptance and total
hemispherical emittance at temperatures up to 500 1C. We also test
the solar absorber for thermal stability at 600 1C in vacuum.

Experimental
Preparation of coatings
All samples are prepared using a commercial magnetron sputtering
equipment (AJA International, Inc.). The metals and dielectric
materials are deposited by a direct current (DC) and radio frequency
(RF) magnetron sputtering, respectively, and the cermet layers are
deposited by co-sputtering of the metals and the dielectric host. The
multilayer stack includes, the mechanically polished stainless
steel (SS) substrate (type: 304, root mean square roughness (Rq):
1.49 nm, dimension: 53 mm  31.5 mm  0.762 mm for steadystate calorimetric absorptance and emittance measurements,
and 25 mm  18 mm  0.762 mm for other measurements), one
W IR-reflector layer, two W–Ni–YSZ cermet layers with high and
low metal volume fractions in the YSZ ceramic host, and two
anti-reflection coating (ARC) layers (YSZ and SiO2) (Fig. 1). The
deposition targets are high purity nickel (99.999%, 200 Dia.), tungsten
(99.95%, 300 Dia.), YSZ (99.9%, 200 Dia., ZrO2/Y2O3 92/8 mol%), and
SiO2 (99.995%, 300 Dia.). The deposition chamber is evacuated to
lower than 4  107 Torr before deposition. The deposition pressure
is kept at 3 mTorr. The W IR-reflector layer, the cermet layers, and
the SiO2-ARC layer are deposited in an argon plasma environment.
The YSZ-ARC layers are deposited at different oxygen gas flow rates
in order to investigate the dependence of the oxygen partial pressure
during deposition on the thermal stability of the fabricated surfaces.
Additionally, single YSZ layers are directly deposited on SS and
sapphire substrates (C-plane (0001), 10 mm  10 mm  0.5 mm,
arithmetic average of absolute value roughness (Ra) o 0.5 nm) at
different oxygen partial pressures. The oxygen partial pressure is
varied by adjusting the oxygen gas flow rate. At an oxygen gas
flow rate of zero the oxygen partial pressure is zero, an oxygen
gas flow rate of 2 sccm results in an oxygen partial pressure of
0.2 mTorr, and 4 sccm in 0.375 mTorr. The detailed preparation
parameters are summarized in Table 1.
Material characterization and optical measurements
The samples are characterized by performing X-ray diﬀraction
(XRD) measurements using a PANalytical multipurpose diﬀractometer with an X’Celerator detector and Cu Ka radiation
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Fig. 1 Schematic of the cermet-based spectrally-selective solar absorber
comprising two cermet layers C1 and C2 with diﬀerent metal volume
fractions, two ARC layers (YSZ and SiO2), and one tungsten IR-reflector
layer on a mechanically polished stainless steel (SS) substrate.

(l = 1.54056 Å) operating at 45 kV and 40 mA. Raman scattering
measurements are performed in the back-scattering geometry
on a T64000 Raman spectrometer (Horiba Jobin Yvon) at room
temperature using an air cooled Ar-ion laser (514 nm) as the
excitation source. A Veeco Dimension 3000 Atomic Force Microscope (AFM) is used to characterize the morphology and roughness
of the surfaces. The thicknesses of the prepared coatings are
measured using an Alpha-step 200 Profilometer (Tencor). The
spectral bidirectional reflectance from 0.3 to 1.8 mm is measured
using a Cary 500i spectrophotometer with an absolute spectral
reflectance accessory at an angle of 81. The spectral bidirectional
reflectance in the wavelength range of 1.8 to 20 mm is recorded on
a Nicolet 6700 FT-IR spectrometer using a gold mirror (Thorlabs)

Table 1

as the reference/background sample at an incident angle of 121. A
previously introduced steady-state calorimetric method is used
to determine the solar absorptance and total hemispherical
emittance at elevated temperatures of up to 500 1C in a vacuum
chamber.19 A sample is attached to an electrical heater assembly
and suspended in a vacuum chamber. The electrical input
power required to maintain the sample at a steady-state set
temperature is recorded. The electrical input power is related to
the radiation heat loss from the sample surface and used to obtain
the total hemispherical emittance at elevated temperatures. The
parasitic heat losses from the heater via radiation and lead wire
heat conduction are largely minimized by performing a parasitic
heat loss calibration measurement. Regarding the solar absorptance,
the sample is also attached to an electrical heater assembly and
suspended in a vacuum chamber facing a viewport. The sample
surface is illuminated with various radiation fluxes from a solar
simulator and the electrical input power to the heater assembly
is adjusted accordingly to maintain the steady-state set temperature.
The solar absorptance is obtained from the change in the electrical
power input for a change in the illumination flux. The transmittance
spectra of the single YSZ layer coated on sapphire are also recorded
on a Cary 500i spectrophotometer. The thermal stability test is
carried out in a tubular furnace at 600 1C for 7 days under a vacuum
pressure of B5  103 Torr.

Results and discussion
In order to investigate the eﬀect of oxygen deficiency on the
band structure of the YSZ film, we deposit an 80 nm YSZ layer
on polished sapphire substrates at diﬀerent oxygen partial
pressures. The transmittance spectra of YSZ layers together
with an uncoated sapphire substrate are shown in Fig. 2. The
YSZ coatings are transparent down to the wavelength of B250 nm,
where a sharp drop in transmittance is observed which can be
explained with an increase in absorption due to the interband
transitions of electrons across the band gap.25 The optical band
gap can be extracted from the photon energy dependence of (ahn)2
q
hn  Eg
, where a is the
according to the relationship a 
hn
absorption coeﬃcient, hn is the photon energy, Eg is the material’s
band gap, and the exponent q = 1/2 for a direct band gap material

Sputtering parameters of YSZ layers, cermet layers, and optimized spectrally-selective solar absorbers

Sample

Substrate

IR reflector layer

Cermet1

Cermet2

ARC1

ARC2

C1
C2
YSZ-1
YSZ-2
YSZ-3
WNY-1
WNY-2
WNY-3

SS
SS
SS or sapphire
SS or sapphire
SS or sapphire
SS
SS
SS

NA
NA
NA
NA
NA
100 nm W
100 nm W
100 nm W

120 nm
NA
NA
NA
NA
12 nm
12 nm
12 nm

NA
120 nm
NA
NA
NA
30 nm
30 nm
30 nm

NA
NA
80 nm
80 nm
80 nm
29 nm
29 nm
29 nm

NA
NA
NA
NA
NA
93 nm
93 nm
93 nm

(0 mTorr O2)
(0.2 mTorr O2)
(0.375 mTorr O2)
(YSZ-1) (0 mTorr O2)
(YSZ-2) (0.2 mTorr O2)
(YSZ-3) (0.375 mTorr O2)

Tungsten IR reflector layer: W sputtered at a DC power density of 2.2 W cm2. Cermet1: W–Ni–YSZ sputtered with a DC power density of 0.33 W cm2
for W and 0.99 W cm2 for Ni, and a RF power density of 7.4 W cm2 for YSZ. Cermet2: W–Ni–YSZ sputtered with a DC power density of 0.26 W cm2
for W and 0.74 W cm2 for Ni, and a RF power density of 7.4 W cm2 for YSZ. ARC1: YSZ sputtered with a RF power density of 7.4 W cm2 with
different oxygen partial pressures. ARC2: SiO2 sputtered with a RF power density of 4.4 W cm2.
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Fig. 2 Ultraviolet-visible (UV-Vis) transmittance spectra of a single layer
of YSZ coatings deposited on a sapphire single crystal substrate (C-plane,
(0001)) with diﬀerent oxygen partial pressures in the deposition process.
The inset shows the plot of (ahn)2 vs. photon energy for YSZ films.
(a: absorption coeﬃcient).

(inset of Fig. 2).26 The band gap of YSZ-1 (zero oxygen partial
pressure) is B5.74  0.03 eV, which is in the range of reported YSZ
films (5.4–5.9 eV).25–27 Upon increasing the oxygen partial pressure
in the deposition process, the band gap energy increases by
B0.15 eV due to the suppression of localized defect states formed
by the oxygen vacancies in the zirconia lattice.25 The observation
indicates that the band gap decreases with increasing oxygen
deficiency resulting from the recombination of atomic oxygen to
molecular oxygen in sole argon plasma.22
The single YSZ-ARC layers (YSZ-1, YSZ-2, and YSZ-3) are also
deposited on SS to investigate the eﬀect of the solar absorber
substrate on the YSZ layer. The as-deposited YSZ layers show
two weak peaks related to the YSZ phase marked with filled
stars in the XRD patterns (Fig. 3).28 The films deposited at
ambient temperature are partially crystallized. This is diﬀerent
from other dielectric films, such as SiO2 and Al2O3, prepared
with the same procedures exhibiting an amorphous nature.
Other peaks marked with filled circles and filled triangles can
be attributed to the SS substrate. The YSZ thin film further
crystallizes during a high temperature annealing process as
indicated by the more pronounced YSZ peaks in the annealed
samples. The three single YSZ layers experience a similar
morphology change upon annealing which manifests itself with
an increase in particle size and roughness (Fig. S1, ESI†). The
change in roughness, however, is less pronounced with an
increase from 6–7 nm to 8–10 nm.
The solar absorbers (WNY-1, WNY-2, and WNY-3) with
diﬀerent YSZ ARC layers obtained at diﬀerent oxygen partial
pressures (Table 1) are used to study the eﬀect of oxygen
deficiency in the YSZ ARC layer on the spectral selectivity and
thermal stability of the solar absorber. The resulting bidirectional
reflectance spectra of the solar absorbers are shown in Fig. 4.
The spectral reflectance below 1.1 mm is relatively small in all the
as-deposited samples, which is due to the particular configuration
of the double cermet layers and double ARC layers. The sharp
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Fig. 3 XRD patterns of a single YSZ layer deposited on SS substrates with
diﬀerent oxygen partial pressures before and after annealing at 600 1C for
7 days. (YSZ-1, 0 mTorr oxygen partial pressure; YSZ-2, 0.2 mTorr oxygen
partial pressure; and YSZ-3, 0.375 mTorr oxygen partial pressure).

Fig. 4 Bidirectional reflectance spectra of solar absorbers deposited with
diﬀerent oxygen partial pressures (black line: WNY-1 (zero), 0 mTorr
oxygen partial pressure; red line: WNY-2 (low), 0.2 mTorr oxygen partial
pressure; blue line: WNY-3 (high), 0.375 mTorr oxygen partial pressure) in
the process of depositing a YSZ ARC layer before (solid lines) and after
(dash lines) annealing at 600 1C for 7 days.

transition from low to high spectral reflectance occurs in the
wavelength range of B1 mm to 3 mm, which indicates a low spectral
emittance above 3 mm induced by the tungsten IR-reflector layer.
With reduced oxygen deficiency (films deposited at higher oxygen
partial pressures), the spectral reflectance increases in both the UV
and IR wavelength regions and the transition shifts to a shorter
wavelength, possibly due to the decreasing optical thickness of the
YSZ ARC layer.25 The selective surfaces are deposited on an opaque
mechanically polished SS substrate with roughness smaller
than 10 nm supporting the assumption of no diﬀuse reflection.
Therefore, the spectral bidirectional reflectance, rl 0 , can be used
to calculate the spectral directional absorptance, al0 = el0 = 1  rl0 ,
which is equivalent to the spectral directional emittance, el 0 .
Also, it has been shown that the spectral bidirectional reflectance
of cermet-based selective surfaces exhibits only a weak angular
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dependence up to B601.29 Thus, the small diﬀerence in the
measurement angles between the UV-Vis-NIR spectrophotometer
(81) and the FT-IR spectrometer (121) does not significantly aﬀect
the measured bidirectional reflectance spectra permitting the
combination of the two spectra with negligible error. However,
the results of the spectral bidirectional reflectance measurement
should only be used for quick sample screening due to many
shortcomings of that measurement technique which we later
discuss in detail. Also, in the case of thermally unstable samples
that undergo an increase in surface roughness upon annealing the
possible increase in diﬀuse reflection adds further uncertainties.
Nevertheless, assuming temperature-independent bidirectional
reflectance spectra the near normal solar absorptance and total
directional emittance can be estimated by integrating the combined
directional absorptance spectra (0.3–20 mm) weighted by the solar
and blackbody spectra, respectively. The observed changes in the
bidirectional reflectance spectra manifest themselves as decreasing
near normal solar absorptance and total directional emittance with
increasing oxygen partial pressure (Table 2). Upon annealing in
vacuum for 7 days at 600 1C significant changes in the reflectance
spectra are observed for the absorbers with the YSZ-ARC layers
deposited at zero and low oxygen partial pressures (WNY-1 and
WNY-2). An increase of the emittance on WNY-1 is caused by the
degradation of the W IR-reflector layer. The decreasing absorptance
of the WNY-2 sample indicates the degradation of the cermet
absorption layers. The solar absorptance and thermal emittance
are most stable for the sample (WNY-3) with the YSZ-ARC layer
deposited at the highest oxygen partial pressure. This YSZ-ARC layer
may be fully oxidized and hence suppresses the elemental diffusion
of metals into and within the cermet layers. Consequently, the
developed spectrally-selective solar absorber shows great promise
for use in high temperature solar thermal applications.
In order to understand the observed changes in the optical
properties of the fabricated solar absorbers (Fig. 4) we investigated
the possible degradation mechanisms occurring during the high
temperature annealing process. It has been shown that changes in
the surface morphology can be responsible for changing the
radiative properties at high temperatures.5,30 We indeed observe
significant changes in surface morphologies in terms of surface
roughness and average particle size upon high-temperature
annealing for the solar absorbers with the YSZ layers deposited
at zero and 0.2 mTorr oxygen partial pressures (Fig. 5). The root
mean square roughness (Rq) increases from 8–11 nm to 15–18 nm,

Table 2 The estimated solar absorptance (solar spectrum (AM 1.5 direct +
circumsolar) weighted integration of bidirectional reflectance spectra) and
total-directional emittance (integration of bidirectional reflectance spectra
weighted by the blackbody spectrum at 82 1C and 500 1C) of prepared
solar absorbers before and after annealing at 600 1C for 7 days in vacuum

Before annealing

After annealing

Emittance

Emittance

Sample

Absorptance

82 1C

500 1C

Absorptance

82 1C

500 1C

WNY-1
WNY-2
WNY-3

95.5%
93.0%
92.7%

8.2%
4.4%
5.9%

15.0%
7.1%
10.1%

95.7%
77.7%
93.0%

16.0%
5.8%
4.5%

40.9%
10.8%
8.5%

This journal is © The Royal Society of Chemistry 2015

and the average particle size increases from B70 nm to 300–500 nm.
The initial groove structure created by the mechanical polishing
process of the stainless steel substrate disappears upon annealing
due to the diffusion and growth of particles (Fig. 5(a)–(d)). Only for
the solar absorber prepared with the YSZ ARC layer deposited at
high oxygen partial pressure (0.375 mTorr) changes in the
surface morphology are suppressed (Fig. 5(e) and (f)). Similar
observations were made with our recently reported W–Ni–Al2O3
cermet based solar absorber.8 The cause for the changes in the
surface morphology can possibly be linked to the oxygen
deficiency in the YSZ host of the cermet layers and in the YSZ
ARC layer which leads to a larger number density of vacancies
and stress within the layers. Both vacancies and stress promote
diffusion processes within the layers at high temperature leading
to the observed accelerated deformation of the surfaces. However,
depositing the YSZ ARC layer at a high enough oxygen partial
pressure yields a fully oxidized YSZ which is proven to be a
thermally stable high temperature ceramics and thus, can
suppress the surface deformation and the changes in the optical
properties suggesting promising high-temperature stability.
Even though we have demonstrated that W can be used as
an excellent high-temperature diﬀusion barrier layer between a
SS substrate and cermet layers in a previous publication, the
diﬀusion of atoms is inevitable over time. Thus, it might be of
interest to explore the properties of the new cermet material
(W–Ni–YSZ) by analyzing the morphology and phase change
upon annealing of a cermet layer directly deposited on a SS
substrate. Before annealing XRD patterns of the single cermet
layers with different metal volume fractions in YSZ on SS
(C1 and C2) show sharp diffraction peaks from the SS substrate
(Fig. 6a). However, after annealing the XRD patterns display
Cr–Fe alloy peaks due to insufficient oxidation of Cr metal at
the oxide–metal interface,31 and additional small peaks of the
FeWO4 phase resulting from the reaction of diffused Fe from SS
and W in the residual oxygen environment.8,12 The presence of
the FeWO4 phase is also seen in the Raman spectra (Fig. 6b),
which have two distinct Raman peaks at 882 cm1 and 691 cm1
for the annealed cermet samples (C1 and C2) caused by the Ag
modes of the FeWO4 phase.32 Therefore, the diffusion of Fe
atoms cannot be suppressed by switching from Al2O3 to YSZ as
the host material. In addition to the FeWO4 phase we also
observe a FeCr2O4 phase in the annealed cermet samples
resulting from the oxidation of the SS substrate during longterm annealing at 600 1C.33 The roughness (Rq) increases from
7–9 nm to 34–37 nm and the particle size increases from
B50 nm to 300–400 nm (Fig. 7). This leads to a conclusion that
the YSZ-based cermet layer deposited onto a SS substrate without an interstitial diffusion barrier (100 nm W layer) and a top
ARC protective layer cannot survive the 7 day annealing process
at 600 1C in vacuum.
The spectral bidirectional reflectance measurement is a useful
and quick tool to screen the developed solar absorbers. However,
to determine to what extent the solar absorptance is dependent on
the operating temperature of the solar absorber and to obtain a
more realistic value for the total-hemispherical emittance we
use a previously developed steady-state calorimetric method
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Fig. 5 AFM images of solar absorbers with zero oxygen partial pressure before (a) and after (b) annealing, 0.2 mTorr oxygen partial pressure before (c)
and after (d) annealing and 0.375 mTorr oxygen partial pressure before (e) and after (f) annealing at 600 1C for 7 days.

Fig. 6 The XRD patterns (a) and Raman spectra (b) of cermet coatings with a high metal volume fraction (C1) and a low metal volume fraction (C2) in the
YSZ matrix before and after annealing at 600 1C for 7 days.

(briefly described in the Experimental section).19 For the most
promising solar absorber sample (WNY-3), we measure a
temperature-independent solar absorptance of B0.91 up to

Energy Environ. Sci.

500 1C (Fig. 8) which is close to the solar absorptance calculated
from spectral bidirectional reflectance data shown in Table 2.
The total hemispherical emittance of 0.13 at 500 1C (Fig. 8) is
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Fig. 7 AFM images of cermets deposited on SS substrates with a high metal volume fraction in the YSZ matrix before (a) and after (b) annealing and a low
metal volume fraction in the YSZ matrix before (c) and after (d) annealing at 600 1C for 7 days.

almost 30% higher than that expected from the value calculated
from the bidirectional spectral data at room temperature and
the blackbody spectrum at 500 1C. The origin of this discrepancy
lies with the inaccuracies in obtaining the emittance from a
spectral reflectance measurement of a highly reflective sample.
A small relative error in the reflectance translates into a proportionally larger error in the calculated emittance. Additionally, a
significant diﬀerence in the two values is expected because the
spectral reflectance is measured only at one angle and at room
temperature which assumes specular reflection is dominated,
and ignores the angular dependence of the reflectance and the
temperature dependence of the materials’ dielectric functions.
These assumptions lead to a significant underestimation of the
sample’s emittance because the emissivity of metal (mostly
responsible for the absorber’s IR emittance) increases with
increasing polar angle and temperature.34 The total hemispherical
emittance expectedly increases with temperature due to the shift of
the blackbody spectrum to a shorter wavelength with increasing
temperature and due to the temperature dependence of the optical
properties. In spite of the discrepancies, a very competitive IR
emittance of 0.13 is demonstrated at 500 1C (Fig. 8). Thus far, most
research on the development of solar absorbers obtained the solar
absorptance and IR emittance using the data from near roomtemperature spectroscopy techniques with the above-described
shortcomings. Therefore, to the best of our knowledge this is
the lowest experimentally demonstrated total hemispherical
emittance to date for a spectrally-selective solar absorber with
a solar absorptance larger than 0.9 and promising hightemperature stability. As illustrated in Fig. 8, the developed
solar absorber based on a YSZ host material represents an
improvement in terms of an increase in solar absorptance by
0.05 as well as a reduction in IR emittance by 0.02 at 500 1C

This journal is © The Royal Society of Chemistry 2015

Fig. 8 Temperature dependence of the near normal solar absorptance and
total hemispherical emittance of a solar absorber deposited with 0.375
mTorr oxygen partial pressure during the deposition process of the YSZ
ARC layer (WNY-3) measured using a direct steady-state calorimetric
method (blue open circles). For comparison, the data for the W–Ni–Al2O3
cermet based solar absorber (S-W/SS) are included (red solid circles).8
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compared to our previously reported W–Ni–Al2O3 cermet based
solar absorber.8 Even though those improvements might seem
incremental, they have a considerable effect on the photothermal conversion efficiency of a solar thermal device.18
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Conclusions
In conclusion, we developed a W–Ni–YSZ cermet-based spectrallyselective solar absorber on polished SS for potential high
temperature solar thermal applications. Changes in the optical
properties of the solar absorbers upon annealing are due to the
changing surface morphology which is possibly caused by metal
diffusion into an oxygen deficient YSZ ARC layer. This diffusion
and morphology change can be suppressed by depositing the
YSZ ARC layer at high oxygen partial pressures to ensure full
oxidation of YSZ and thermal stability at high temperatures. The
optimized spectrally-selective solar absorber based on a W–Ni–
YSZ cermet with a W IR-reflector as a diffusion barrier deposited
on a stainless steel substrate shows great promise to be stable in
vacuum up to 600 1C. The demonstrated solar absorber exhibits
a temperature-independent solar absorptance of B0.91 and a
total hemispherical emittance of B0.13 directly measured at 500 1C.
We show that the IR emittance calculated in the conventional way
from near room-temperature spectral directional reflectance data
significantly underestimates the total hemispherical emittance of a
spectrally-selective solar absorber at elevated temperatures. Thus, we
can say that to the best of our knowledge this is the lowest
experimentally demonstrated total hemispherical emittance to date
for a spectrally-selective solar absorber with a solar absorptance
larger than 0.9 and promising high-temperature stability. In
addition to the improved performance compared to our previously
developed Al2O3-based cermet solar absorber, the significantly
higher deposition rates of YSZ compared to Al2O3 suggests the
advantage of higher production rates.
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